Lauckso @

ing Laboratories, Inc. Invoice

940 South Hamey St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063
Chemistry Microbiology. and Technical Services

PAGE 1 Laucks Testing INVOICE ORD # 89-05-035 -
06/06/89 17:12:38 INVOICE # 1014

INVOICE Alaskan Copper Works REMIT Laucks Testing Laboratories TERMS Net 30 Days
TO P. 0. Box 3546 T0 940 South Harney Street
Seattle, WA 98124 Seattle, WA 98108
ATTEN Jim Brown ATTEN Accounts Receivzble

PHONE {206} 767-5060

You are 8 valued customer and your business is reciated.
Please contact our office if we can serve you Afurther or
REPORT Alagkan Copper Works if you have any questions regarding this ipfoice. We want
TO P. 0. Box 3546 you to be satisfied!
Seattle, WA 98124

ATTEN Jim Brown

RECEIVED 05/19/89 CLIENT AKCOPPER
REPORTED 06/05/89 PROJECT

ID CODE  DESCRIPTION REMARK

-----------------------------------------------------------

PRICE QTY DISCOUNT  AMOUNT

-

TESTS CR_PMW Chromium by FAA in water 12.00 4 48.00
CU_PMW Copper by FAA in water 12.00 4 48.00
NI_PMW Nickel by FAA in water 12,00 4 18.00
IN_PMH Zinc by FAA in water 12,00 4 48.00
SUBTOTAL _$192.00
TOTAL INVOICE AMOUNT $192.00
Net 30 Days
The sole liabitity of these laboratories for these services, including claims for negligence, strict liability in tort or warranty, shall Fed. Empl. ID No. 91-0580763

not exceed the amount of this invoice. Samples may be discarded after analysis unless otherwise requested.

AKC-0015172



Laucks

Testing Laboratories, Inc. Certificate

940 South Harney St. Seattle.Washington 98108 (206)767-5060

Chemistry Microbiology, and Technical Services

Alaskan Copper Works Date Received: 08§/19/89
P. 0. Box 3546 Date Reported: 06/05/89
Seattle, WA 98124 Work Order: 89-05-035%

Category: 16670
Attn: Jim Brown

Work ID: -
P O# : M9805 and M10085A/B
J
Test 5-1-3200-M9805  5-1-3200-M9805  5-19-3200-M10-  5-19-3200-M10-
Units 085A 085B
Chromium by FAA in water 180. 1.8 0.21 0.57
mg/L
Copper by FAA in water 220. 1.1 0.058 0.17
mg/L
Nickel by FAA in water 280. 1.6 0.10 0.38
mg/L
Zinc by FAA in water 7.3 0.054 0.00% 0.014
ma/L

Certified By: M W
v

“, This report is submitted for the exclusive use of the person, partnership, or corporation to whom it is addressed. Subsequent use of the name of this company or any
f member of its staff in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
£ for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.

AKC-0015173



aucks

Testing Laboratories, Inc. Certificate

940 South Harney St.. Seattle. Washington 98108 (206)767-5060

Chemistry Microbiology, and Technical Services

Alaskan Copper Works
P. 0. Box 3546
Seattle, WA 58124

Attn: Jim Brown

Work ID: -
PO4#: MI805 and M100B5A/B

Test 5-1-3200-M3805
Units

Chromium by FAA in water 180.
mg/L

Copper by FAA in water 220.
mg/L

Nickel by FAA in water 280.
mg/L

lin¢ by FAA in water 7.3
ma/L

Date Received: 05/19/89

Date Reported: 06/05/89

Work Order: 89-05-035
Category: 16670

5-1-3200-M9805  5-19-3200-M10-  5-19-3200-M10-

085A (858
1.8 0.21 0.57
1.1 0.058 0.17
1.6 0.10 0.38
0.054 0.005 0.014

Certified By:

Vﬂ%c@.«wﬁ

Xt This report is submitted for the exclusive use of the person, partnership, or corporation to whom it is addressed. Subsequent use of the name of this company or any

K member of its staff in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
¢ for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.

AKC-0015174



